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BEIJING SHIJI JINGTAI FURNITURE CO., LTD. 
SOUTH OF DUOZI VILLAGE, TAIHU TOWN, TONGZHOU DISTRICT, BEIJING, CHINA 
 
 
Sample Description : MEDIUM-DENSITY FIBERBOARD 

Supplier : JILIN FOREST INDUSTRY CO., LTD. 

Country of Origin : CHINA 

As above test item and its relevant information regarding to the submission are provided and confirmed by the 
applicant. SGS is not liable to either the test item or its relevant information, in terms of the accuracy, suitability, 
reliability or/and integrity accordingly. 

************ 
SGS Ref No. : CAN19-164013/TJHL1908004296SD 

Sample Receiving Date : Aug 19, 2019 

Test Performing Date : Aug 19, 2019 to Aug 30, 2019 

Test Performed : Selected test(s) as requested by applicant 

Test Result(s) : For further details, please refer to the following page(s) 

 
 

Test Requested Result  
ANSI A208.2-2016 - 4.4 Formaldehyde Emission 

PASS 
 
 
 
 
Signed for and on behalf of 
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch 
 

  
 
 
Yan Lau 
Authorized Signatory 
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Test Results : 
 
Test Part Description : 
 
 SGS Sample ID Description 
  CAN19-164013.001 Red MDF 
 

 Remarks : 
                  (1) 1 mg/kg = 0.0001% 
                  (2) MDL = Method Detection Limit 
                  (3) ND = Not Detected ( < MDL ) 
                  (4) "-" = Not Regulated 
 
 
 Formaldehyde Emission 
 
 Test Method : With reference to ASTM D6007-14, analysis was performed by UV-Vis. Conditioning for 7 days at  
 24°C and 50% relative humidity. 
 
 Test Item(s) Limit Unit MDL 001 

Formaldehyde Emission 0.11 ppm 0.01 0.06 
 
 Notes : 
 1. ppm = parts of formaldehyde per million parts air 
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 Sample photo: 
 

 
 

***End of Report*** 
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